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18. All structural welding shall be in accordance with the Structural
* Welding Code - AWS D1.1-84, of ithe Anerican Welding Society.
Only low Hydrogen Electrodes shall be used. The interpass
temperature for welding to embeds shall not exceed 250°F. The
maximum interpass temperature ior welding stainless steel shall
be 350°F.
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